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Year/Report On

Tonnage/

Category

Commodity Grade Reference/

Comments

CREEK

2009

Assay/analysis                

Grab

Silver 6.1 g/t

Copper 0.8 %

A sample (200925) of mineralized skarn exposed in a 

creek canyon assayed 0.8 per cent copper and 6.1 grams 

per tonne silver.

Assessment Report 31248
N

WORKINGS

1920

Assay/analysis                

Grab

Copper 14.5000 % A selected sample.

Minister of Mines Annual Report 1920, page 194.

N
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