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Ore Zone/

Year/Report On

Tonnage/

Category

Commodity Grade Reference/

Comments

TRENCH

1983

Assay/analysis                

Rock

Silver 153.2600 g/t

Gold 0.6200 g/t

Copper 9.8800 %

Lead 0.0700 %

Zinc 0.0700 %

a sample taken from a trench on this fault

Assessment Report 12637.

N

SHEAR

1983

Assay/analysis                

Bulk Sample

Silver 114.6 g/t

Gold 0.21 g/t

Copper 5.14 %

Lead 0.42 %

Zinc 17.24 %

Molybdenum 0.002 %

a 45.5 kilogram bulk sample yielded 0.21 grams per 

tonne gold, 114.6 grams per tonne silver, 5.14 per cent 

copper, 0.42 per cent lead, 17.24 per cent zinc and 

0.002 per cent molybdenum

Assessment Report 12637

N

SAMPLE

1982

Assay/analysis                

Grab

Silver 163 g/t

Copper 1 %

Zinc 1 %

a sample (13771) yielded 163 grams per tonne silver, 

greater than 1 per cent copper and zinc, respectively

Assessment Report 10866
N

Tuesday, June 30, 2026 Page 1 of 1092F  194MINFILE  Number:


