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Ore Zone/

Year/Report On

Tonnage/

Category

Commodity Grade Reference/

Comments

SAMPLE

1980

Assay/analysis                

Chip

Iron 45.69 %

Copper 1.3 %

Chip samples assayed up to 1.3 per cent copper and 

45.69 per cent iron

Assessment Report 8898
N

SAMPLE

1965

Assay/analysis                

Chip

Copper 0.1500 %

Iron 37.8000 %

Titanium 0.1000 %

A 3 metre chip sample.

Prospectus:  Alberni Mines Ltd., 1965.

N
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