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Ore Zone/

Year/Report On

Tonnage/

Category

Commodity Grade Reference/

Comments

DUMP

1991

Assay/analysis                

Grab

Antimony 4.1 % A sample of dump material assayed 4.1 per cent 

antimony

Assessment Report 22096
N

VEIN

1988

Assay/analysis                

Grab

Antimony 14.2000 %

Assessment Report 17730.

N

SAMPLE

1960

Assay/analysis                

Grab

Antimony 56 %

Gold 0.17 g/t

Silver 6.8 g/t

Previous sampling, from the 1960’s, reportedly assayed 

up to 56 per cent antimony, 0.17 grams per tonne gold 

and 6.8 grams per tonne silver

Assessment Report 22096
N

Tuesday, September 2, 2025 Page 1 of 1092F  243MINFILE  Number:


