BRITISH MINFILE Production Detail Report
COLUMBIA BC Geological Survey

Ministry of Energy, Mines and Petroleum Resources

| MINFILE Number: 092F 270 Name: MARBLE BAY (L.154) Status: Past Producer

Production Tonnes Tonnes Grams Kilograms

Year Mined Milled Commodity Recovered Recovered
1929 239 Silver 6,625
Gold 871

Copper 5,486
1919 5,837 Silver 294,763
Gold 35,737

Copper 177,328
1918 7,766 Silver 495,906
Gold 77,197

Copper 284,148
1917 10,611 Silver 593,974
Gold 85,502

Copper 355,009
1916 11,829 Silver 467,478
Gold 59,873

Copper 313,193
1915 9,136 Silver 453,046
Gold 46,064

Copper 258,077
1914 12,527 Silver 526,574
Gold 84,973

Copper 346,900
1913 11,423 Silver 806,190
Gold 108,301

Copper 491,247
1912 16,211 Silver 634,501
Gold 68,924

Copper 467,701
1911 20,422 Silver 1,643,358
Gold 162,980

Copper 1,005,805
1910 9,094 Silver 837,293
Gold 79,530

Copper 394,942
1909 10,377 Silver 715,898
Gold 76,296

Copper 392,378
1908 6,149 Silver 627,783
Gold 65,534

Copper 318,699
1907 6,565 Silver 340,391
Gold 43,358

Copper 121,182
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1906 95,020 Silver 741,029
Gold 87,151
Copper 290,182
1905 10,736 Silver 850,138
Gold 100,276
Copper 32,634
1904 16,637 Silver 1,562,677
Gold 166,836
Copper 610,700
1903 13,393 Silver 561,596
Gold 64,134
Copper 329,172
1902 5,775 Gold 69,297
Copper 329,176
1901 5,062 Silver 433,887
Gold 69,422
Copper 253,103
1899 219 Silver 28,646
Gold 2,924
Copper 12,820
|Summary Totals
| MINFILE Number: 092F 270 Name: MARBLE BAY (L.154) Status: Past Producer
| Metric | | Imperial
| Mined | 285,028 tonnes 314,189 tons
| Milled | tonnes tons
Recovery: |
Silver 12,621,753 grams 405,799 ounces
Gold 1,555,180 grams 50,000 ounces
Copper 6,789,882 kilograms 14,969,127 pounds
Comments:
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