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Ore Zone/

Year/Report On

Tonnage/

Category

Commodity Grade Reference/

Comments

SAMPLE

2017

Assay/analysis                

Rock

Copper 0.148 %

Molybdenum 0.056 %

A sample (No.32) from the Pam 11 occurrence area.

Straightup Resources Inc. (2018-06-24): Technical 

Report, Hi-Mars Mineral Property, Southwest British 

Columbia, Canada
N

DRILLHOLE

1967

Assay/analysis                

Drill Core

Copper 0.2500 % 16.5 metres of drill core; diamond-drill hole 2.

Caracas Mining Co., 1970, page 18.
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