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Comments

DRILLHOLE

1987

Assay/analysis                

Drill Core

Zinc 0.9000 % From an 81 centimetre core length.

Assessment Report 16742, page 23.

N

SAMPLE

1986

Assay/analysis                

Chip

Zinc 3.94 %

Copper 0.206 %

Lead 0.059 %

Silver 5.0 g/t

chip sampling has yielding values up to 3.94 per cent 

zinc, 5.0 grams per tonne silver, 0.206 per cent copper 

and 0.059 per cent lead

Assessment Report 16742
N
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