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Commodity Grade Reference/
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SAMPLE

1986

Assay/analysis                

Chip

Silver 20.5700 g/t

Gold 4.4200 g/t

Copper 0.1500 %

Lead 1.5900 %

Zinc 0.6000 %

From a 90 centimetre chip.

Assessment Report 15034.

N

SAMPLE

1984

Assay/analysis                

Grab

Gold 70.1 g/t

Silver 114.9 g/t

Zinc 11.4 %

Copper 0.7 %

Lead 0.09 %

In 1984, select grab samples of mineralized material 

yielded values up to 70.1 grams per tonne gold, 114.9 

grams per tonne silver, 11.4 per cent zinc, 0.7 per cent 

copper and 0.09 per cent lead

Assessment Report 13426

N
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