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Ore Zone/

Year/Report On

Tonnage/

Category

Commodity Grade Reference/

Comments

BRECCIA

1987

Assay/analysis                

Grab

Gold 1.6600 g/t

Assessment Report 17096.

N

SAMPLE

1986

Assay/analysis                

Grab

Copper 5.11 %

Silver 35.9 g/t

Gold 0.21 g/t

Zinc 0.116 %

A sample (JA2-858-1) of biotite bearing, leucocratic 

quartz diorite with disseminated, 5 to 10 per cent, 

chalcopyrite assayed 5.11 per cent copper, 0.116 per 

cent zinc, 35.9 grams per tonne silver and 0.21 grams 

per tonne gold. The location of this sample is unknown.

Assessment Report 14889

N

BRECCIA

1985

Assay/analysis                

Grab

Copper 1 %

Gold 0.175 g/t

Silver 12.4 g/t

Grab sample (JA2-849-4) of mineralized breccia

Assessment Report 14595

N
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