
MINFILE Inventory Detail Report

BC Geological Survey

Ministry of Energy, Mines and Petroleum Resources

MINFILE Number: Status:Name:092F  339 COLUMBIA II Showing

Ore Zone/

Year/Report On

Tonnage/

Category

Commodity Grade Reference/

Comments

SAMPLE

2017

Assay/analysis                

Rock

Copper 1.91 %

Silver 3.5 g/t

sample 1731

MacIntyre, D. (2017-10-12): Amended Technical 

Report - Columbia Shear Mineral PropertyN

SAMPLE

1988

Assay/analysis                

Grab

Silver 2.7000 g/t

Gold 0.0620 g/t

Copper 0.9600 %

Sample (#18283) containing semi-massive sulphides in 

altered basalt. Sample also contained 0.01 grams per 

tonne platinum and palladium.

Assessment Report 17769.
N
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