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Ore Zone/

Year/Report On

Tonnage/

Category

Commodity Grade Reference/

Comments

ADIT

1987

Assay/analysis                

Grab

Copper 5.9100 %

Silver 12.8 g/t

Gold 0.44 g/t

Assessment Report 16239.

N

SAMPLE

1987

Assay/analysis                

Grab

Copper 1.69 % A fractured zone occurs on the south side of the creek, 

opposite the adits, in a tuffaceous basalt. Quartz veins, 

0.4 to 0.5 metres wide, host chalcopyrite and bornite 

mineralization. In 1987, four samples assayed from 

0.076 to 1.69 per cent copper

Assessment Report 16239

N

SAMPLE

1985

Assay/analysis                

Grab

Gold 5.5 g/t

Silver 36.9 g/t

Copper 8.1 %

sampling of an exposure of amygdaloidal basalt with 

chalcopyrite and bornite adjacent to a Tertiary(?) 

feldspar porphyry dike

EMPR Property File - Lefebure, D.V. (1986-02-05): 

Evaluation of Patterson Lake property

N
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