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Ore Zone/

Year/Report On

Tonnage/

Category

Commodity Grade Reference/

Comments

TRENCH

1990

Assay/analysis                

Chip

Silver 23.7 g/t

Copper 5.44 %

A 1.2-metre chip sample (R238) from trench 6 yielded 

23.7 grams per tonne silver and 5.44 per cent copper, 

other select samples assayed greater than 10 per cent 

copper.

Assessment Report 20303

N

SAMPLE

1987

Assay/analysis                

Grab

Gold 1.1600 g/t

Copper 0.1500 %

Sample R-13.

Assessment Report 16918, page 22.

N

SAMPLE

1978

Assay/analysis                

Rock

Silver 12 g/t

Copper 3.58 %

Sample 4M1-278K.

Assessment Report 6393

N
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