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Year/Report On
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Comments

SAMPLE

2017

Assay/analysis                

Rock

Copper 0.555 % Rock sample No. 49.

Straightup Resources Inc. (2018-06-24): Technical 

Report, Hi-Mars Mineral Property, Southwest British 

Columbia, Canada
N

TRENCHES

1981

Assay/analysis                

Chip

Copper 0.1200 % Average of samples from trenches.
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