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Year/Report On

Tonnage/
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Commodity Grade Reference/

Comments

SAMPLE

2017

Assay/analysis                

Rock

Copper 2.95 %

Silver 8.8 g/t

Nickel 0.595 %

Platinum 4.51 g/t

Palladium 13.75 g/t

Chromium 0.041 %

Cobalt 0.097 %

three samples (1735, 1737 and 1738) assayed 2.95, 2.93 

and 2.06 per cent copper, respectively, with values up 

to 8.8 grams per tonne silver, 0.595 per cent nickel, 

0.097 per cent cobalt, 0.041 per cent chromium, 4.51 

grams per tonne platinum and 13.75 grams per tonne 

palladium

MacIntyre, D. (2017-10-12): Amended Technical 

Report - Columbia Shear Mineral Property

N

SAMPLE

2000

Assay/analysis                

Grab

Copper 0.659 %

Silver 6.7 g/t

Nickel 0.048 %

Assessment Report 26280

N

SAMPLE

1985

Assay/analysis                

Grab

Copper 0.1400 %

Nickel 0.1000 %

Palladium 1.2000 g/t

Platinum 0.0270 g/t

Assessment Report 13945.

N
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