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MINFILE Number: Status:Name:092F  468 LOGAN Showing

Ore Zone/

Year/Report On

Tonnage/

Category

Commodity Grade Reference/

Comments

SAMPLE

1987

Assay/analysis                

Chip

Silver 6.3400 g/t

Gold 6.4400 g/t

Average of 14 samples.  Assays up to 12.75 grams per 

tonne gold and 10.97 grams per tonne silver were 

recorded.

Property File (Antony Resources Ltd., Prospectus, 

1987(.

N

Thursday, January 15, 2026 Page 1 of 1092F  468MINFILE  Number:


