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Ore Zone/
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Commodity Grade Reference/

Comments

DRILLHOLE

1987

Assay/analysis                

Drill Core

Gold 17.8 g/t

Silver 316.0 g/t

Copper 0.263 %

Zinc 0.96 %

Lead 0.27 %

drilling to testing the down-dip extension of the surface 

mineralized vein yielded intercepts included 17.8 grams 

per tonne gold, 316.0 grams per tonne silver, 0.263 per 

cent copper, 0.96 per cent zinc and 0.27 per cent lead 

over 0.07 metre in hole EM87-6 and 2.80 grams per 

tonne gold with 34.0 grams per tonne over 0.20 metre in 

hole EM87-7

D.G. MacIntyre & Associates Ltd. (2020-10-09): 

Technical Report: Peak Mineral Property, Vancouver 

Island, British Columbia, Canada

N

DRILLHOLE

1987

Assay/analysis                

Drill Core

Gold 0.240 g/t

Silver 53.7 g/t

Copper 0.570 %

Zinc 9.20 %

drilling of a nearby gold-in-soil anomaly yielded 

intercepts of 0.292, 0.044, 0.090 and 0.240 gram per 

tonne gold, 10.3, 38.0, 58.3 and 53.7 grams per tonne 

silver, 0.850, 1.315, 0.429 and 0.570 per cent copper 

with 0.60, 0.06, 4.37 and 9.20 per cent zinc over 0.12, 

0.12, 0.21 and 0.15 metre, respectively, in hole 

EM87-12

(D.G. MacIntyre & Associates Ltd. (2020-10-09): 

Technical Report: Peak Mineral Property, Vancouver 

Island, British Columbia, Canada

N
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