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MINFILE Number: Status:Name:092F  565 DEBEAUX CREEK Showing

Ore Zone/

Year/Report On

Tonnage/

Category

Commodity Grade Reference/

Comments

SAMPLE

1988

Assay/analysis                

Grab

Nickel 0.0382 % Sample #16232, also 0.913 per cent chromium.  A 

quartz-carbonate vein sample assayed 0.20 grams per 

tonne gold.
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