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Ore Zone/

Year/Report On

Tonnage/

Category

Commodity Grade Reference/

Comments

VEIN

2019

Assay/analysis                

Chip

Gold 1.74 g/t

Silver 7.74 g/t

Sample No. 19SNOW-6: quartz carbonate vein 

mineralized with pyrite, chalcopyrite, sphalerite and 

arsenopyrite; quartz, chlorite, sericite, limonite, epidote 

alteration in hornfelsed basalt

Assessment Report 38488

N

DRILLHOLE

1998

Assay/analysis                

Drill Core

Gold 15.9 g/t In 1998, diamond drilling intersections assayed: - DDH 

S98-1: over 0.25 metre graded 9.7 grams per tonne gold 

from 72.9 to 73.4 metres - DDH S98-2: over 0.15 metre 

graded 15.9 grams per tonne gold from 28.85 to 29.0 

metres.

Assessment Report 25663

N
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