
MINFILE Inventory Detail Report

BC Geological Survey

Ministry of Energy, Mines and Petroleum Resources

MINFILE Number: Status:Name:092F  705 HOOK BAY 2 Showing

Ore Zone/
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Tonnage/
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Commodity Grade Reference/

Comments

SAMPLE

2020

Assay/analysis                

Rock

Copper 7.41 %

Silver 4.6 g/t

Gold 0.470 g/t

three rock samples (3294560, 3294564 and 3294559) 

assayed 2.12, 5.53 and 7.41 per cent copper, 

respectively, with 1.6 to 4.6 grams per tonne silver and 

0.220 to 0.470 gram per tonne gold

van der Meer, L. (2020-11-18): NI 43-101 Technical 

Report on the Hook Bay Property, Alberni Mining 

Division, Vancouver Island, British Columbia, Canada

N

SAMPLE

2014

Assay/analysis                

Rock

Copper 0.89 %

Assessment Report 34542

N
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