MINFILE Inventory Detail Report

C%-]R_.{JTT\"I_’[S_‘BI_II A BC Geological Survey
Ministry of Energy, Mines and Petroleum Resources
| MINFILE Number:  092GNE020 Name: LORI Status:  Prospect
Ore Zone/ Tonnage/ Commodity Grade Reference/
Year/Report On Category Comments
SAMPLE Copper 0.76 %
Assay/analysis Molybdenum 0.32% Assessment Report 7386
1979 N Grab
DRILLHOLE Copper 0.46 % molybdenum over 0.6 metres of hole B-7
Assay/analysis Molybdenum 0.01 % Assessment Report 7739
1979 N Drill Core
DRILLHOLE Copper 0.43 % hole B-15 over 7.5 metres, including 1.5 metres yielding
Assay/analysis Molybdenum 0.01 % 1.20 per cent copper and 0.01 per cent molybdenum
1979 N Drill Core Assessment Report 7739
DRILLHOLE Copper 0.13 % hole B-13 over 10.5 metres, including 1.5 metres
Assay/analysis Molybdenum 0.03 % yielding 0.30 per copper and 0.16 per cent molybdenum
1979 N Drill Core Assessment Report 7739
DRILLHOLE Copper 0.2200 % A 3.1 metre intersection.
Assay/analysis Molybdenum 0.0080 % Assessment Report 4917 (Hole NM1).
1973 N Drill Core
SAMPLE Copper 0.6 %
Assay/analysis Molybdenum 0.05 % Assessment Report 4916
1973 N Rock
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