
MINFILE Inventory Detail Report

BC Geological Survey

Ministry of Energy, Mines and Petroleum Resources

MINFILE Number: Status:Name:092GNE025 ALPEN Showing

Ore Zone/

Year/Report On

Tonnage/

Category

Commodity Grade Reference/

Comments

MAIN

2013

Assay/analysis                

Grab

Gold 0.21 g/t

Silver 9.8 g/t

Lead 0.578 %

sample (M277) of an andesite hosting quartz veins with 

pyrite

Assessment Report 34029
N

MAIN

2007

Assay/analysis                

Rock

Gold 0.21 g/t

Silver 12.3 g/t

Copper 0.212 %

Zinc 0.472 %

a rock sample (M93) from a quartz-sulphide vein

Assessment Report 29949

N

MAIN

2006

Assay/analysis                

Grab

Zinc 0.49 %

Lead 1.06 %

sample No.10

Assessment Report 29120

N

MAIN

1984

Assay/analysis                

Rock

Copper 0.209 %

Lead 0.930 %

Silver 11.2 g/t

rock sample 150176

Assessment Report 13028

N

MAIN

1982

Assay/analysis                

Grab

Silver 2.0000 g/t

Lead 1.0600 %

Zinc 0.4900 %

Gold 0.18 g/t

Assessment Report 11052, Table 1, Sample C22B.

N

NORTH

1982

Assay/analysis                

Rock

Zinc 0.22 %

Lead 0.44 %

Silver 4.0 g/t

rock sample E111

Assessment Report 11052

N
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