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MINFILE Number: Status:Name:092GNE033 HOT SPRINGS Showing

Ore Zone/

Year/Report On

Tonnage/

Category

Commodity Grade Reference/

Comments

SAMPLE

1986

Assay/analysis                

Grab

Silver   13.5000 g/t

Gold    0.5400 g/t

Sample of pyritic dacitic tuff.

Property File - Carpenter, 1986, page 12, Sample 

37691.N
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