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Ore Zone/

Year/Report On

Tonnage/

Category

Commodity Grade Reference/

Comments

DRILLHOLE

1990

Assay/analysis                

Drill Core

Silver 131.0000 g/t

Gold 0.8400 g/t

Lead 0.9200 %

Zinc 5.0600 %

The best results obtained from individual samples from 

drillhole NQ90-2 over 1.5 metres for silver, zinc and 

lead, and average gold over 57.7 metres.

Assessment Report 20983.
N

SAMPLE

1990

Assay/analysis                

Chip

Silver 442.3000 g/t

Gold 3.3900 g/t

Lead 17.2000 %

Zinc 9.7000 %

Taken across one metre.

T. Schoeter, personal communication, 1990.
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