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Ore Zone/

Year/Report On

Tonnage/

Category

Commodity Grade Reference/

Comments

SHEAR

1987

Assay/analysis                

Grab

Silver 9.9000 g/t

Copper 1.4500 %

Zinc 2.0400 %

Best assays from several samples.

Assessment Report 16495.

N

SHEAR

1983

Assay/analysis                

Rock

Silver 14.4 g/t

Copper 0.141 %

Zinc 0.883 %

Gold 1.0 g/t

two rock samples (25592 and 25593) yielded up to 1.0 

gram per tonne gold, 14.4 grams per tonne silver, 0.141 

per cent copper and 0.883 per cent zinc

Property File - Kidd Creek Mines Ltd. [1984-01-01]: 

1983 Final Report on the Mulligan Property

N
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