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Ore Zone/

Year/Report On

Tonnage/

Category

Commodity Grade Reference/

Comments

SAMPLE

1986

Assay/analysis                

Grab

Copper 0.4900 %

Nickel 0.051 %

sample FON 1

Assessment Report 15333.

N

A

1981

Assay/analysis                

Grab

Copper 0.47 %

Nickel 0.45 %

Cobalt 0.04 %

Silver 1.6 g/t

four samples (608, 0985, 0998 and 0999) from the A 

zone assayed from 0.14 to 0.47 per cent copper, 0.03 to 

0.45 per cent nickel, trace to 0.04 per cent cobalt and 

trace to 1.6 grams per tonne silver

Assessment Report 10189

N

B

1981

Assay/analysis                

Grab

Silver 3.2 g/t

Copper 0.27 %

Nickel 0.04 %

Cobalt 0.02 %

Two samples from the B zone

Assessment Report 10189

N
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