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Ore Zone/

Year/Report On

Tonnage/

Category

Commodity Grade Reference/

Comments

ADIT

1982

Assay/analysis                

Rock

Copper 0.21 %

Silver 5.8 g/t

sampling of the adit yielded from 0.03 to 0.21 per cent 

copper and trace to 5.8 grams per tonne silver

Assessment Report 11121
N

SAMPLE

1958

Assay/analysis                

Chip

Copper 3.20 %

Silver 27.4 g/t

narrow samples yielded up to 3.20 per cent copper and 

27.4 grams per tonne silver over 3.0 metres

Ernest Hanson (1958-02-19): Property submission: 

Twinduc Group
N

MAIN

1908

Assay/analysis                

Grab

Nickel 0.7 %

GSC Report 996.

N
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