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Ore Zone/

Year/Report On

Tonnage/

Category

Commodity Grade Reference/

Comments

SAMPLE

1990

Assay/analysis                

Rock

Copper 0.40 %

Gold 0.26 g/t Assessment Report 21185

N

SAMPLE

1985

Assay/analysis                

Rock

Copper 0.223 %

Molybdenum 0.01 %

Silver 1.8 g/t

Gold 0.04 g/t

rock sample 108W 300N

Assessment Report 14356

N

DRILLHOLE

1972

Assay/analysis                

Drill Core

Copper 0.117 % over 248 metres

Assessment Report 7730

N
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