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MINFILE Number: Status:Name:092GNW112 MAVIS Showing

Ore Zone/

Year/Report On

Tonnage/

Category

Commodity Grade Reference/

Comments

SAMPLE

1988

Assay/analysis                

Rock

Copper 3.87 %

Zinc 2.56 %

Lead 1.12 %

Silver 73.35 g/t

Gold 1.33 g/t

Assessment Report 18615

N

SAMPLE

1983

Assay/analysis                

Chip

Silver 9.6 g/t

Copper 0.220 %

Lead 0.069 %

Zinc 1.0 %

chip sample (R01456)

Assessment Report 12660

N

SAMPLE

1983

Assay/analysis                

Grab

Gold 0.355 g/t

Silver 13.5 g/t

Copper 1.503 %

Lead 0.054 %

Zinc 0.040 %

grab sample R01451

Assessment Report 12660

N
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