MINFILE Inventory Detail Report

C%T{JT_PLS_‘BI_I]A BC Geological Survey

Ministry of Energy, Mines and Petroleum Resources

| MINFILE Number:  092GSE115 Name: SCARLETT GOLD Status: Showing
Ore Zone/ Tonnage/ Commodity Grade Reference/
Year/Report On Category Comments
B Gold 53.63 g/t A sample (E5667065) from the Boom Box vein.
Assay/analysis Silver 184 g/t New Target Mining Corp. (2021-01-11): Technical
2020 N Rock Copper 0.48 % Report on the Scarlett Gold Property, New

Westminster Mining Division, British Columbia,
Canada, NTS Map 092G.

B Gold 9.67 g/t Channel samples (S195411 through S195421) over 4.00
Assay/analysis metres from the Boom Box vein.
2020 N Channel New Target Mining Corp. (2021-01-11): Technical

Report on the Scarlett Gold Property, New
Westminster Mining Division, British Columbia,
Canada, NTS Map 092G.

JEWELL Gold 275.16 g/t Two samples (E5667063 and E5667064) from the
Assay/analysis Silver 56.3 g/t Jewelry Box vein assayed 253.86 and 275.16 grams per
2020 N Rock Copper 0.51% tonne gold, 90.9 and 56.3 grams per tonne silver, 0.67
Lead 6.77 % and 0.51 per cent copper, 11.40 and 6.77 per cent lead
Zine 464 % with 5.38 and 4.64 per cent zinc.
New Target Mining Corp. (2021-01-11): Technical
Report on the Scarlett Gold Property, New
Westminster Mining Division, British Columbia,
Canada, NTS Map 092G.
JEWELL Gold 50.94 g/t A channel sample (S194913) over 0.70 metre from the
Assay/analysis Copper 0.383 % Jewelry Box vein.
2020 N Channel New Target Mining Corp. (2021-01-11): Technical
Report on the Scarlett Gold Property, New
Westminster Mining Division, British Columbia,
Canada, NTS Map 092G.
JEWELL Gold 33.60 g/t A 0.5-metre chip sample (H540807) from the Jewelry
Assay/analysis Silver 19.4 ¢/t Box vein.
2009 N Chip Copper 0.25% New Target Mining Corp. (2021-01-11): Technical

Report on the Scarlett Gold Property, New
Westminster Mining Division, British Columbia,
Canada, NTS Map 092G.
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