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Ore Zone/

Year/Report On

Tonnage/

Category

Commodity Grade Reference/

Comments

MAIN

2019

Assay/analysis                

Rock

Gold 2.24 g/t

Copper 0.881 %

A rock sample (21605) of mineralized gabbro.

Assessment Report 38460

N

NORTHWEST

1990

Assay/analysis                

Rock

Copper 0.168 %

Gold 0.095 g/t

A rock sample (3BR-28/08-90-18) of diorite with 

epidote, hematite and malachite.

Assessment Report 20393
N

NORTHWEST

1985

Assay/analysis                

Rock

Copper 0.668 %

Gold 0.625 g/t

Rock sample B2019R.

Assessment Report 14141

N

MAIN

1985

Assay/analysis                

Rock

Silver 7.9000 g/t

Gold 0.9800 g/t

Copper 2.3374 %

Three of five rock samples (2003, 2205 and 2563) 

analysed 0.183 to 2.34 per cent copper, 0.4 to 7.9 

grams per tonne silver and 0.016 to 0.980 gram per 

tonne gold.

Assessment Report 14141, Drawing 5b

N

NORTHWEST

1981

Assay/analysis                

Rock

Gold 0.125 g/t Rock sample 8114.

Assessment Report 9491

N

MAIN

1981

Assay/analysis                

Rock

Gold 0.150 g/t Rock sample 8119.

Assessment Report 9491

N

MAIN

1901

Assay/analysis                

Rock

Copper 14.7 %

Gold 4.1 g/t

Silver 74.1 g/t

A selected sample.
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