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Ore Zone/

Year/Report On

Tonnage/

Category

Commodity Grade Reference/

Comments

SOUTHEAST

2013

Assay/analysis                

Rock

Copper 2.072 %

Silver 32.2 g/t

A rock sample (RRIKN-13-011) of volcanic breccia 

with copper oxides from the second area.

Assessment Report 34569
N

SOUTHEAST

1997

Assay/analysis                

Rock

Copper 0.138 % A sample (111870) of andesite(?) with malachite 

staining from the second area.

Assessment Report 25255
N

SHEAR

1984

Assay/analysis                

Chip

Silver 11 g/t

Copper 1.07 %

Two samples taken over 4 metres.

Assessment Report 12351, page 6

N

SHEAR

1928

Assay/analysis                

Chip

Silver 3.4000 g/t

Copper 0.8000 %

Chip sample taken across 9.1 metres.

Minister of Mines Annual Report 1928, page 222.

HIGH-GRADE

1915

Assay/analysis                

Rock

Silver 61.7 g/t

Copper 7.8 %

A sample of sorted ore.

Minister of Mines Annual Report 1915, page 224

N
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