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Ore Zone/

Year/Report On

Tonnage/

Category

Commodity Grade Reference/

Comments

SAMPLE

2011

Assay/analysis                

Grab

Gold 0.173 g/t

Silver 472 g/t

Copper 3.84 %

Lead 3.31 %

Zinc 2.75 %

grab sample 11KRP105

Moroney, D.M. (2012-06-04): Technical Report on the 

Siwash Creek and River Wild PropertiesN

PIT

1971

Assay/analysis                

Chip

Silver 1145.0000 g/t

Copper 0.0600 %

Lead 8.7100 %

Zinc 0.2700 %

Chip sample of vein taken across 0.6 metre.

Assessment Report 3282, page 8 (sample Paco No. 1).
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