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Ore Zone/
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2

1989

Assay/analysis                

Chip

Silver 10 g/t

Lead 0.071 %

a chip sample from the N2 zone over 1.5 metres

Assessment Report 19420

N

43 BLOCK

1989

Assay/analysis                

Chip

Zinc 0.101 % a chip sample from the P4 zone over 1.5 metres

Assessment Report 19420

N

TRENCH

1989

Assay/analysis                

Chip

Zinc 0.038 %

Lead 0.18 %

a chip sample from trench TR001E over 1.5 metres

Assessment Report 19420, page 33

N

DRILLHOLE

1986

Assay/analysis                

Drill Core

Silver 2.0000 g/t

Zinc 0.54 %

Lead 0.09 %

drilling yielded intercepts of up to 2.0 grams per tonne 

silver, 0.54 per cent zinc and 0.09 per cent lead over the 

final 19.65 metres (22.95 to 42.60 metres down-hole), 

including 1.9 grams per tonne silver, 1.49 per cent zinc 

and 0.07 per cent lead over 3.0 metres (30.5 to 33.5 

metres down-hole) of hole S85-1

Assessment Report 14989, assay certificate

N

Monday, March 2, 2026 Page 1 of 1092HNE108MINFILE  Number:


