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SAMPLE

1985

Assay/analysis                

Rock

Copper 0.263 %

Silver 1.9 g/t

A sample (2096), taken from the vicinity of the 

occurrence.

Assessment Report 14141, Figure 9
N

SHOWING

1978

Assay/analysis                

Chip

Copper 0.7000 % A chip sample across 2 metres on an occurrence of 

chalcocite and malachite in a highly fractured and 

chloritized basalt associated with a west-northwest 

trending fault zone.

Assessment Report 7724, Plate 1.

N
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