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TRENCH

1995

Assay/analysis                

Chip

Zinc 2.257 %

Lead 0.56 %

Trench SW95-4 which exposed a chloritized 

granodiorite with thin clay-limonite shears and quartz 

stringers over 0.45 metre.

Assessment Report 24120
N

TRENCH

1995

Assay/analysis                

Chip

Gold 0.310 g/t A trench SW95-2, located several hundred metres 

northwest trench SW95-4, exposed a potassic altered 

granodiorite(?) and silicious volcanic (andesite?) with 

thin clay-limonite shears and quartz veinlets, sample 

over 1.0 metre.

Assessment Report 24120

N

FLOAT

1994

Assay/analysis                

Rock

Gold 2.64 g/t

Silver 11.6 g/t

A quartz vein float sample (Sawn 94-R5) with limonite 

boxwork.

Assessment Report 23958
N

NORTH

1990

Assay/analysis                

Rock

Silver 5.0 g/t

Copper 0.048 %

Zinc 0.441 %

Samples (SWAN-R1 and H4-R3) of quartz vein 

material, taken approximately 1.5 kilometres north of 

the occurrence.

Assessment Report 19468, page 11
N

SAMPLE

1990

Assay/analysis                

Rock

Copper 0.33 % A sample (H4-R6) from the occurrence area.

Assessment Report 19468, page 11

N

SAMPLE

1982

Assay/analysis                

Rock

Silver 4.7000 g/t

Copper 0.2092 %

Sample (RX 42194) of fracture zone with 

malachite-azurite staining and traces of chalcopyrite.

Assessment Report 10703, page 5
N
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