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SAMPLE

1998

Assay/analysis                

Rock

Copper 1.2 %

Silver 7.7 g/t

Gold 0.085 g/t

A rock sample (AR-14) of sheared and altered volcanics 

with malachite and minor chalcopyrite.

Assessment Report 25761
N

SAMPLE

1995

Assay/analysis                

Grab

Gold 2.26 g/t

Copper 0.585 %

Silver 3.1 g/t

A grab sample (SW95-R1) from a massive sulphide pod 

exposed in a roadcut or historic trench.

Assessment Report 24120
N

TRENCH

1995

Assay/analysis                

Chip

Copper 1.004 %

Silver 6.1 g/t

Gold 0.057 g/t

A 3.8 metre chip sample (SWCT-6) from a historic 

trench exposing malachite.

Assessment Report 24120
N

TRENCH

1982

Assay/analysis                

Chip

Silver 3.4000 g/t

Copper 0.1141 %

A trench sample (R82 06940) over a length of 8 metres, 

while a second sample (R82 6934) analyzed greater than 

0.825 per cent copper, 9.2 grams per tonne silver and 

0.088 gram per tonne gold over 1 metre.

Assessment Report 10886, Plate 8 (Sample R82 

06940).

N

SAMPLE

1981

Assay/analysis                

Rock

Copper 0.310 % A rock sample (Snow 7) from the occurrence area.

Assessment Report 9896

N
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