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MINFILE Number: Status:Name:092HNE267 SNOWFLAKE 10 Showing

Ore Zone/

Year/Report On

Tonnage/

Category

Commodity Grade Reference/

Comments

SAMPLE

2013

Assay/analysis                

Grab

Gold 0.122 g/t

Silver 4.5 g/t

Molybdenum 0.006 %

Copper 0.254 %

A grab sample (H215921) of volcanics from the 

occurrence area.

Assessment Report 34661
N

SAMPLE

1984

Assay/analysis                

Chip

Gold 0.225 g/t

Silver 1.5 g/t

A chip sample (670) over 50 metres.

Assessment Report 13714

N
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