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Ore Zone/

Year/Report On

Tonnage/

Category

Commodity Grade Reference/

Comments

VEIN

2006

Assay/analysis                

Grab

Gold 1.04 g/t

Silver 239 g/t

Copper 1.8 %

Lead 1.43 %

Zinc 0.34 %

a sample (06RTP223) of chalcopyrite bearing quartz 

vein material

Besserer, D.J. (2007-05-27): Technical report on the 

precious and base metal potential of the Siwash Creek 

Property

N
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