MINFILE Inventory Detail Report

C%T{_JT_I‘LSB}IIA BC Geological Survey

Ministry of Energy, Mines and Petroleum Resources

| MINFILE Number:  092HNWO038 Name: HILLSBAR Status:  Prospect
Ore Zone/ Tonnage/ Commodity Grade Reference/
Year/Report On Category Comments
ADIT Gold 6.85 g/t four chip/channel samples, across a 0.2 to 0.5 metre
Assay/analysis wide and 28.2 metre long quartz vein exposed in the
1991 N Chip main adit, yielded an average grade of 6.85 grams per
tonne gold over an 0.5 metre width
Assessment Report 22345
SAMPLE Silver 1.3700 g/t Grab sample from No. 3 vein exposed in Crosscut
Assay/analysis Gold 2.4000 g/t (Hillsbar) tunnel.
1982 N Grab Assessment Report 7643.
SAMPLE Gold 24 g/t sample (27627) of the vein
Assay/analysis Silver 1.37 g/t Assessment Report 7643

1979 N Grab
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