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Year/Report On

Tonnage/

Category
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Comments

SAMPLE

2005

Assay/analysis                

Rock

Copper 0.266 % rock sample EBB05-R15

Assessment Report 28145

N

SAMPLE

1980

Assay/analysis                

Chip

Copper 0.13 %

Molybdenum 0.005 %

a rock chip sample (S105) of hornfels

Assessment Report 8766

N

TRENCH

1975

Assay/analysis                

Chip

Copper 0.24 %

Molybdenum 0.015 %

Zinc 0.05 %

Commodity is MoS2.  Sample taken over 32.5 metres, 

starting 30 metres east of pipe, in an area characterized 

by sericite-altered rhyolite.

Assessment Report 5742, page 10.
N
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