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MINFILE Number: Status:Name:092HSE029 MARQUIS OF LORNE (L.2752S) Prospect

Ore Zone/

Year/Report On

Tonnage/

Category

Commodity Grade Reference/

Comments

SHAFT

1983

Assay/analysis                

Chip

Silver    3.6000 g/t

Copper    0.5630 %

This chip sample was taken on the north side of an old 

shaft over a length of 5 metres.

Assessment Report 11617, Figure 4.
N
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