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Ore Zone/

Year/Report On

Tonnage/

Category

Commodity Grade Reference/

Comments

GOSSAN

1990

Assay/analysis                

Grab

Gold 1.7 g/t

Silver 115.5 g/t

Copper 0.237 %

Lead 1.962 %

Zinc 0.941 %

a sample of gossan

Assessment Report 21186, page 17

N

SHOWING

1973

Assay/analysis                

Grab

Silver 170.0000 g/t

Gold 0.1700 g/t

Lead 14.0000 %

Zinc 4.8500 %

Selected sample of sheared and leached rock.

Assessment Report 4170, page 10.

N
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