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Ore Zone/

Year/Report On

Tonnage/

Category

Commodity Grade Reference/

Comments

SHAFT

1986

Assay/analysis                

Rock

Silver   16.5000 g/t

Lead    0.9978 %

Zinc    3.0883 %

Sample of quartz with galena, sphalerite and pyrite 

from a shaft just inside the Indian reserve.

Assessment Report 15864, Appendix A, sample 

R83587.
N

ADIT

1986

Assay/analysis                

Rock

Zinc    1.6186 %

Lead    0.2275 %

Silver    3.3000 g/t

Sample of quartz with pyrite from an adit just west of 

the Indian reserve.

Assessment Report 15864, Appendix A, sample 

R83581.
N
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