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Ore Zone/

Year/Report On

Tonnage/

Category

Commodity Grade Reference/

Comments

SAMPLE

1988

Assay/analysis                

Channel

Silver  490.2000 g/t

Gold    0.6800 g/t

Lead    5.5000 %

Zinc    2.6000 %

Weighted average of surface channel sampling of six 

zones on the Indiana structure over a 135 metre length 

and a 1 metre width.

Property File - Annual Report, Schellex Gold Corp. 

February, 1989.

N

Thursday, March 5, 2026 Page 1 of 1092HSW022MINFILE  Number:


