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Ore Zone/

Year/Report On

Tonnage/

Category

Commodity Grade Reference/

Comments

MAIN

1972

Assay/analysis                

Rock

Gold 0.45 g/t

Silver 38.40 g/t

Copper 0.77 %

Lead 0.33 %

Zinc 6.41 %

the average values from 12 samples, over a true width of 

12 metres

Assessment Report 4719, page 6
N

MAIN

1972

Assay/analysis                

Chip

Gold 0.94 g/t

Silver 91.7 g/t

Copper 1.60 %

Lead 0.87 %

Zinc 20.38 %

Cadmium 0.14 %

across 1.5 metres

Assessment Report 4719, page 6

N

MAIN

1967

Assay/analysis                

Rock

Gold 0.94 g/t

Silver 74.9 g/t

Copper 1.55 %

Lead 0.73 %

Zinc 23.6 %

samples from the main showing (42655 to 42665)

Assessment Report 1195, page 6

N

MAIN

1966

Assay/analysis                

Chip

Silver 100.8 g/t

Copper 0.96 %

Zinc 14.80 %

Lead 0.70 %

over 13.5 metres

Assessment Report 1195, page 6

N
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