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Ore Zone/

Year/Report On

Tonnage/

Category

Commodity Grade Reference/

Comments

SAMPLE

1988

Assay/analysis                

Rock

Copper 0.321 %

Silver 50.0 g/t

Gold 0.05 g/t

Strontium 1.0 %

samples TP-88-013

Property File - T. M. Parsons [1989-01-01]: Property 

Submission On Jim Kelly Creek, Wolfe Creek And 

Lone Pine Creek Mineral Claims
N

VEIN

1988

Assay/analysis                

Rock

Silver 27.0 g/t

Gold 4.70 g/t

a sample (TP-88-024) of quartz vein exposed by former 

trenches

Property File - T. M. Parsons [1989-01-01]: Property 

Submission On Jim Kelly Creek, Wolfe Creek And 

Lone Pine Creek Mineral Claims

N

SHEAR

1937

Assay/analysis                

Chip

Gold 10.9 g/t

Silver 68.4 g/t

sample across 66 centimetres

Minister of Mines Annual Report 1937, page D22

N

Sunday, December 28, 2025 Page 1 of 1092HSW052MINFILE  Number:


