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Ore Zone/

Year/Report On

Tonnage/

Category

Commodity Grade Reference/

Comments

DRILLHOLE

2006

Assay/analysis                

Drill Core

Copper 2.7 %

Silver 12.5 g/t

over 3.0 metres in hole WL06-02

Allen, D.G. (2014-09-19): Technical Report on the 

Seneca VMS Project).N

DRILLHOLE

2006

Assay/analysis                

Drill Core

Copper 3.5 %

Zinc 0.3 %

over 2.3 metres, including 5.3 per cent copper, 0.41 per 

cent zinc and 24.8 grams per tonne silver over 1.5 

metres in hole WL06-04

Allen, D.G. (2014-09-19): Technical Report on the 

Seneca VMS Project

N

DRILLHOLE

2006

Assay/analysis                

Drill Core

Zinc 1.59 % over 6.9 metres in hole WL06-05

Allen, D.G. (2014-09-19): Technical Report on the 

Seneca VMS ProjectN

VEIN

1982

Assay/analysis                

Grab

Silver 0.1000 g/t

Copper 0.1500 %

Lead 0.0010 %

Zinc 0.5000 %

Sample from mineralized quartz-barite vein.
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