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Ore Zone/

Year/Report On

Tonnage/

Category

Commodity Grade Reference/

Comments

VENT

2004

Assay/analysis                

Chip

Copper 0.246 %

Zinc 0.230 %

Silver 8.7 g/t

Gold 0.189 g/t

a 2.0 metre chip sample (NSS002)

Allen, D.G. (2014-09-19): Technical Report on the 

Seneca VMS ProjectN

VENT

1985

Assay/analysis                

Drill Core

Silver 35.9100 g/t

Gold 0.8200 g/t

Copper 0.2600 %

Lead 1.4500 %

Zinc 4.0900 %

Drillhole 85-12 on the Vent showing; a 9.60 metre 

mineralized intersection.

Assessment Report 14668.

Monday, October 27, 2025 Page 1 of 1092HSW139MINFILE  Number:


