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| MINFILE Number:  092HSW168 Name: BIGNIC Status: Showing
Ore Zone/ Tonnage/ Commodity Grade Reference/
Year/Report On Category Comments
SOUTHWEST Copper 0.13% Two samples from the RP zone
Assay/analysis Nickel 0.037 % Maclntyre, D.G. (2015-03-16): Technical Report -
2013 N Rock Cobalt 0.011 % Lekcin Ni-Cu-PGE Property
PIT Copper 4.38 % seven samples from the burrow pit yielded values from
Assay/analysis Nick'el 0.92 % 0.84 to 4.38 per cent copper, 0.64 to 0.92 per cent
2011 N Grab Palladium 0.17 g/t nickel, 0.02 to 1.14 grams per tonne gold, 0.02 to 0.12
Gold 1.14 g/t gram per tonne platinum and 0.09 to 0.17 gram per
Platinum 0.12 g/t

tonne palladium
Maclntyre, D.G. (2015-03-16): Technical Report -
Lekcin Ni-Cu-PGE Property
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