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Ore Zone/

Year/Report On

Tonnage/

Category

Commodity Grade Reference/

Comments

SAMPLE

1968

Assay/analysis                

Rock

Copper 0.35 %

Silver 20.6 g/t

A select sample from a trench in the quarry floor

Property File - M.D. Kierans, Cyprus Explorations 

Corp. Ltd. [1968-12-16]: Geological Evaluation 

Harrison Hill Copper Prospect
N

SAMPLE

1965

Assay/analysis                

Rock

Copper 1.3 %

Silver 11.4 g/t Property File - M.D. Kierans, Cyprus Explorations 

Corp. Ltd. [1968-12-16]: Geological Evaluation 

Harrison Hill Copper Prospect
N

SAMPLE

1965

Assay/analysis                

Rock

Zinc 4.28 %

Copper 0.56 %

Silver 6.8 g/t

Sample Number 2

Property File - J.B.P. Sawyer [1971-10-04]: Certificate 

of Assay and Letters - Harrison HillN
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